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LEATHER-CRACKING TESTER
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It's used for testing the cracks index of various vamps and thin leathers.
Grip the outer rim of the specimen then jack it upward from inner side
with a steel ball in 12mm/min speed till the surface of specimen appears
cracks. The rising height of above action is so-called cracking vale.

#i3k B 1€ Diameter of steel ball @6.25mm

# K 1€ Dia. of Specimen @48mm
HAEEREE @25mm

ecimen Dia. Affer Grip

Sp el
ZIfE%8E Reading range 0.05~25mm
BEf& Dimension (WxDxH ) @7cm,=17cm (H)

BE Weight (approx.) 1.3kg
1 155 #4208 Cutter press for extra charge.
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